
Coal



Fly Ash



Bottom Ash



n°1

Fly Ash : 75%
Water Glass : 20%

Water : 7%
Resting time : 1500 minutes
Cure : 200°c /  240 minutes



n°2

Fly Ash : 68%
Water Glass : 18%

Sodium Hydroxide : 10%
Water : 4%

Resting time : 1500 minutes
Cure : 200°c /  240 minutes



n°3

Fly Ash : 63%
Water Glass : 27%

Sodium Hydroxide : 10%
Vibrations : 10 minutes

Cure : 120°c /  300 minutes



n°4

Fly Ash : 68%
Water Glass : 22%

Sodium Hydroxide : 10%
Resting time : 1500 minutes
Cure : 120°c /  360 minutes

Finishing : Washed and brushed



n°5

Fly Ash : 66%
Water Glass : 24%

Sodium Hydroxide : 10%
Resting time : 60 minutes

Cure : 120°c /  360 minutes



n°6

Fly Ash : 66%
Water Glass : 26%

Sodium Hydroxide : 8%
Vibrations : 10 minutes

Cure : 100°c /  300 minutes



n°7

Fly Ash : 65%
Water Glass : 21%

Sodium Hydroxide : 7%
Shellac : 7%

Vibrations : 20 minutes
Cure : 100°c /  300 minutes



n°8

Fly Ash : 66%
Water Glass : 26%

Sodium Hydroxide : 8%
Cure : None



n°9

Fly Ash : 44%
Water Glass : 18%

Clinker 1-2mm : 33%
Sodium Hydroxide : 5%

Resting time : 60 minutes
Cure : None



n°10

Fly Ash : 66%
Water Glass : 26%

Sodium Hydroxide : 8%
Cure : None

Finishing : Washed



n°10”

Fly Ash : 66%
Water Glass : 26%

Sodium Hydroxide : 8%
Cure : None



n°11

Fly Ash : 65%
Water Glass : 25%

Sodium Hydroxide : 7%
Water : 3%

Cure : 250°c /  100 minutes
Finishing : sanded



n°12

Fly Ash : 60%
Water Glass : 24%

Sodium Hydroxide : 11%
Damar : 5%

Cure : 100°c /  90 minutes



n°13

Fly Ash : 65%
Water Glass : 24%

Sodium Hydroxide : 10%
Damar : 1%
Cure :None



n°14

Fly Ash : 63%
Water Glass : 22%

Sodium Hydroxide : 11%
Shellac : 4%

Cure :100° / 90 minutes



n°15

Fly Ash : 62%
Water Glass : 24%

Sodium Hydroxide : 11%
Neodymium : 3%

Cure :None



n°17

Fly Ash : 61%
Water Glass : 25%

Sodium Hydroxide : 9%
Soap : 2%

Cure : 100°c / 120 minutes



n°18

Fly Ash : 69%
Water Glass : 29%

Water : 2%
Cure : 90°c /  120 minutes



n°19

Fly Ash : 64%
Water Glass : 34%

Water : 2%
Cure : 120°c /  120 minutes



n°20

Fly Ash : 52%
Iron Oxyde : 25%

Water Glass : 22%
Water : 1%

Cure : 100°c /  180 minutes



n°21

Iron Oxyde : 50%
Fly Ash : 34%

Water Glass : 15%
Water : 1%

Cure : 50°c /  180 minutes



n°22

Iron Oxyde : 50%
Fly Ash : 34%

Water Glass : 15%
Water : 1%

Cure : 110°c /  120 minutes



n°23

Granite Powder : 45%
Fly Ash : 34%

Water Glass : 20%
Water : 1%

Cure : 100°c /  60 minutes



n°24

Granite Powder : 45%
Fly Ash : 34%

Water Glass : 20%
Water : 1%

Cure : 120°c /  160 minutes
Finishing : washed



n°25

100° 60min
Granite Powder : 9%

Fly Ash :52%
Water Glass : 12%

Water : 27%
Cure : 100°c /  60 minutes



n°26

Fly Ash :65%
Water Glass : 20%

Granite Powder : 15%
Water : 10%

Cure : 100°c /  180 minutes



n°33

Fly Ash : 63%
Water Glass : 17%

Granite Powder : 11%
Water : 9%

Cure : 750W /  150 seconds



n°34

Fly Ash : 63%
Water Glass : 20%

Granite Powder : 13%
Water : 4%

Cure : 750W /  150 seconds



n°36

Water Glass : 38% 
Fly Ash : 32%

Granite Powder : 30%
Cure : 750W /  150 seconds



n°37

Water Glass : 38% 
Fly Ash : 32%

Granite Powder : 30%
Cure : 750W /  150 seconds



n°39”

Fly Ash : 72%
Water Glass : 24% 

Water : 4%
Cure : 750W /  180 seconds



n°39

Fly Ash : 72%
Water Glass : 24% 

Water : 4%
Cure : 750W /  180 seconds



n°40

Fly Ash : 72%
Water Glass : 24% 

Water : 4%
Cure : 750W /  180 seconds



n°40”

Fly Ash : 72%
Water Glass : 24% 

Water : 4%
Cure : 750W /  180 seconds



n°43”

Fly Ash : 68%
Water Glass : 22% 

Water : 10%
Cure : 750W /  180 seconds



n°43

Fly Ash : 68%
Water Glass : 22% 

Water : 10%
Cure : 750W /  180 seconds



n°44

Fly Ash : 68%
Water Glass : 23% 

Water : 9%
Cure : 80° /  240 minutes



n°45

Fly Ash : 62%
Water Glass : 25% 

Water : 8%
Brass : 7%

Cure : 80° /  240 minutes



n°46

Fly Ash : 68%
Water Glass : 23% 

Water : 9%
Cure : 80° /  240 minutes



n°47

Fly Ash : 68%
Water Glass : 23% 

Water : 9%
Cure : 750W /  120 seconds



n°48

Fly Ash : 68%
Water Glass : 23% 

Water : 9%
Cure : 175° /  45 minutes



n°49

Fly Ash : 64%
Water Glass : 23% 

Sodium Acetate : 13%
Cure : 750W /  240 seconds



n°51

Fly Ash : 68%
Water Glass : 23% 

Sodium Acetate : 9%
Cure : 175° /  120 minutes



n°52

Fly Ash : 69%
Water Glass : 24% 

Sodium Acetate : 12%
Cure : 100° /  90 seconds



n°53

Fly Ash : 75%
Water Glass : 20% 

Sodium Hydroxide : 5%
Cure : 100° /  90 minutes



n°54

Fly Ash : 70%
Water Glass : 23% 

Sodium Acetate : 7%
Cure : 750W /  180 seconds



n°55

Fly Ash : 75%
Water Glass : 18% 

Sodium Hydroxide : 7%
Cure : 75° /  180 minutes



n°63

Fly Ash : 70%
Water Glass : 21%

Water : 7%
Sodium Hydroxide : 2%

Cure : 75°c /  240 minutes



n°64

Fly Ash : 70%
Water Glass : 22%

Water : 8%
Cure : 75°c /  240 minutes



n°65

Fly Ash : 73%
Water Glass : 23%

Water : 3%
Sodium Hydroxide : 1%

Cure : 75°c /  240 minutes
Finishing : polished



n°66

Fly Ash : 74%
Water Glass : 23%

Sodium Hydroxide : 3%
Cure : 75°c /  240 minutes



n°67

Fly Ash : 78%
Water Glass : 19%

Sodium Hydroxide : 3%
Cure : 75°c /  300 minutes



n°68

Fly Ash : 76%
Water Glass : 18%

Sodium Hydroxide : 3%
Epoxy A :  2%
Epoxy B : 1%

Cure : 75°c /  300 minutes



n°69

Fly Ash : 70%
Water Glass : 17%

Sodium Hydroxide : 4%
Epoxy A :  6%
Epoxy B : 3%

Cure : 75°c /  300 minutes



n°70

Fly Ash : 76%
Water Glass : 18%

Sodium Hydroxide : 3%
Water :  3%

Cure : 75°c /  300 minutes



n°71

Fly Ash : 76%
Water Glass : 18%

Sodium Hydroxide : 3%
Water : 3%
Cure : none

Finishing : polished



n°72

Fly Ash : 70%
Water Glass : 22%

Sodium Acetate : 8%
Cure : none



n°73

Fly Ash : 75%
Water Glass : 17%

Sodium Hydroxide : 3%
Water : 4%

Glass Fiber : 1%
Cure : none



n°74

Fly Ash : 76%
Water Glass : 17%

Water : 4%
Sodium Hydroxide : 3%

Cure : none



n°75

Fly Ash : 80%
Water Glass : 17%

Sodium Hydroxide : 3%
Cure : none



n°78

Wet fly Ash : 83%
Water Glass : 16%

Sodium Hydroxide : 1%
Cure : none



n°79

Wet fly Ash : 82%
Water Glass : 16%

Sodium Hydroxide : 1%
Water : 1%
Cure : none



n°80

Wet fly Ash : 53%
Water Glass : 11%

Sodium Hydroxide : 1%
Water : 1%

Bottom Ash : 34%
Cure : none



n°81

Wet fly Ash : 43%
Water Glass : 11%

Sodium Hydroxide : 2%
Water : 1%
Coal : 43% 
Cure : none



n°82

Wet fly Ash : 70%
Water Glass : 29%

Sodium Hydroxide : 1%
Cure : none



n°83

Wet fly Ash : 80%
Water Glass : 19%

Sodium Hydroxide : 1%
Water : 1%

Cure : 100° 120min
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